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Test Report

Report No.  A2230027437101002

Company Name JIANGMEN ABQ ELEECTRONIC MATERIAL CO.,LTD

shown on Report

Address NO.136 GAOXINWESTRD JIANGMEN HI-TECH INDUSTRIAL DEVELOPMENTZONE
CITY GUANGDONG/NO.22 CHANG YE ROAD,JIANG HAI ZONE,JIANGMEN
CITY,GUANGZHOU,CHINA

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant
Sample Name RS-2000 ZLiH & %1
Sample Received Date Feb. 1, 2023
Testing Period Feb. 1, 2023 to Feb. 7, 2023
Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent

Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl

Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP), Hexabromocyclododecane

(HBCDD), Tetrabromobisphenol A (TBBP-A), Middle Chain Chlorinated Paraffins

(MCCPs) in the submitted sample(s).
Test Method Please refer to the following page(s).
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Test Result(s) Please refer to the following page(s). S
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Conclusion & % ﬁﬂ
Tested Sample According to standard/directive Result Iospecton &1
Submitted Sample RoHS Directive 2011/65/EU with PASS

amendment (EU) 2015/863
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PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with
amendment (EU) 2015/863.

W }Z//ﬁ' Date Feb. 7,2023

Hill Zheng

Technical Manager No. R450142128
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Test Report

Report No.  A2230027437101002 Page 2 of 7
Test Method
Measured
Test Item(s) Test Method e
Lead (Pb) IEC 62321-5:2013 ICP-OES
Cadmium (Cd) IEC 62321-5:2013 ICP-OES
Mercury (Hg) IEC 62321-4:2013+AMD1:2017 CSV ICP-OES

Hexavalent Chromium (Cr(VI))

IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

US EPA 8270E:2018

Polybrominated Biphenyls (PBBs) IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs) IEC 62321-6:2015 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP) IEC 62321-8:2017 GC-MS
Hexabromocyclododecane (HBCDD) 1EC 62321-9:2021 GC-MS
Tetrabromobisphenol A (TBBP-A) Refer to US EPA 3550C:2007 & GC-MS
US EPA 8270E:2018
Middle Chain Chlorinated Paraffins (MCCPs) Refer to US EPA 3540C:1996 & GC-MS(NCT)

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com
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Report No.  A2230027437101002 Page 3 of 7
Test Result(s)

Tested Item(s) Result MDL Limit
002

Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg 1000 mg/kg

Tested Item(s) Result MDL Limit
002

Polybrominated Biphenyls (PBBs)

Monobromobiphenyl N.D. 5 mg/kg

Dibromobiphenyl N.D. 5 mg/kg

Tribromobiphenyl N.D. 5 mg/kg

Tetrabromobiphenyl N.D. 5 mg/kg

Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg

Hexabromobiphenyl N.D. 5 mg/kg

Heptabromobiphenyl N.D. 5 mg/kg

Octabromobiphenyl N.D. 5 mg/kg

Nonabromobiphenyl N.D. 5 mg/kg

Decabromobiphenyl N.D. 5 mg/kg

Tested Item(s) Result MDL Limit
002

Polybrominated Diphenyl Ethers (PBDEs)

Monobromodiphenyl ether N.D. 5 mg/kg

Dibromodiphenyl ether N.D. 5 mg/kg

Tribromodiphenyl ether N.D. 5 mg/kg

Tetrabromodiphenyl ether N.D. 5 mg/kg

Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

Hexabromodipheny! ether N.D. 5 mg/kg

Heptabromodiphenyl ether N.D. 5 mg/kg

Octabromodiphenyl ether N.D. 5 mg/kg

Nonabromodiphenyl ether N.D. 5 mg/kg

Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333

www.cti-cert.com

E-mail:info@cti-cert.com
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Test Report

Report No.  A2230027437101002 Page 4 of 7
Test Result(s)
Result A
Tested Item(s) MDL Limit
002
Phthalates (DBP, BBP, DEHP, DIBP)
Dibutyl phthalate (DBP) N.D. 50 mg/kg 1000 mg/kg
CAS#:84-74-2
Butyl benzyl phthalate (BBP) N.D. 50 mg/kg 1000 mg/kg
CAS#:85-68-7
Di-(2-ethylhexyl) phthalate (DEHP) N.D. 50 mg/kg 1000 mg/kg
CAS#:117-81-7
Diisobutyl phthalate (DIBP) N.D. 50 mg/kg 1000 mg/kg
CAS#:84-69-5
S Result
ested Item(s MDL
® 002
Hexabromocyclododecane (HBCDD) N.D. 20 mg/kg
S Result
ested Item(s MDL
® 002
Tetrabromobisphenol A (TBBP-A) N.D. 5 mg/kg
S— Result
ested Item(s MDL
® 002
Middle Chain Chlorinated Paraffins N.D. 100 mg/kg
(MCCPs)
Sample/Part Description
No. CTI Sample ID Description
1 002 Red paste(dry weight)
Remark: -The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.

-The sample was tested after drying for 2 hours under 105°C.

-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com
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Report No.  A2230027437101002 Page 5 of 7

Test Process

1. Lead (Pb), Cadmium (Cd), Chromium (Cr)

Weigh sample and place it . . ) .
in a vessel — Add digestion reagent [—> Digest the sample
Dry Ashing/ . u
- Alkali Fusion/ —| Residue
Analyzed by Make up with Acid Dissolution (— Filtration
ICP-OES deionized water

Solution

2. Mercury (Hg)

Weigh sample and place it in a . . Digest sample in microwave
microwave digestion vessel —— Adddigestionreagent ——> digestion oven
— Alkali Fusion/ K—| Residue ﬂ
Acid Dissolution Ttpat;
Analyzed by Make up with (— Filtration
ICP-OES = deilonized water
Solution
3. Hexavalent Chromium (Cr(VI))
Weigh sample and place it N D th 1
— Add digestion reagent ——" 1gest the sample

mn a vessel

Il

Add test solution K—— Adjustthe pHvalue }~—o Cool and filter
of the solution

Adjust the pH value — Make up with — Analyzed by UV-Vis

of the solution detonized water

4. Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

Weigh sample and Extracted with
. . > . ] Concentrate the extract
place it in a thimble organic solvent
Make up with Transfer the extract into a
Analyzed by GC-MS C— ) ] .
organic solvent volumetric flask

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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Test Report

Report No.  A2230027437101002 Page 6 of 7
5. Phthalates (DBP, BBP, DEHP, DIBP)
Weigh sample and Extracted with
. . — . > Concentrate the extract
place it in a thimble organic solvent
Make up with Transfer the extract into a
Analyzed by GC-MS K— ) — :
organic solvent volumetric flask
6. Hexabromocyclododecane (HBCDD)
Weigh sample and Extracted with
. . — . > Concentrate the extract
place it in a thimble organic solvent
Make up with Transfer the extract into a
Analyzed by GC-MS K . K— ,
organic solvent volumetric flask
7. Tetrabromobisphenol A (TBBP-A)
Weigh sample and Extracted with
o . — ] — Concentrate the extract
place it in a thimble organic solvent
Make up with Derivatizati
Analyzed by GC-MS Ki— ] ] erivatization
organic solvent
8. Middle Chain Chlorinated Paraffins (MCCPs)
Weigh sample and Extracted with
. . ——> . — Concentrate the extract
place it in a thimble organic solvent
Make up with Transfer the extract into a
Analyzed by GC-MS(NCI) K— ] K — ,
organic solvent volumetric flagk
Hotline:400-6788-333  www.cti-cert.com  E-mail:infc Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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Test Report

Report No.  A2230027437101002

Photo(s) of the sample(s)
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Statement:

1. This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. The Company Name shown on Report and Address, the sample(s) and sample information was/were
provided by the applicant who should be responsible for the authenticity which CTT hasn’t verified,;
3. The result(s) shown in this report refer(s) only to the sample(s) tested;
Without written approval of CTI, this report can’t be reproduced except in full;
5. In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

*** End of report ***

N7EE

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com

Page 7 of 7

ANSEYE: \ B4



CTI IE 18

Appendix
Client Reference Information

R, R-1, R-1(A), R-2, R-3, R-3A, R-4, R-5, R-6, R-9, R-10A, R-10B, R-12, RM, RM-1, RM-2, RM-9, OR, OR-1,
OR-2, OR-3, OR-4, R(PF)

Statement:

1. The Appendix Information was/were provided by the applicant who should be responsible for the authenticity
which CTI hasn’t verified.

2. The Appendix Information is/are the supplement(s) for the Report A2230027437101002.
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